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PEODUCING ?UJ:T: CANCELS: J-5503 
SE..A.T'ZL1 DATE: 9/5/73 

PRODUCT sn:crnc,~rrms: 

Test Procedures as specified in Bulletin T-7 

Test Uethod 

TM-lB 

TM-2 

TM-3 

TM-13 

TM-20 

TM-22 

T1f-JJ 

TM--34 

TM-36 

TM-37 

Viscosity (Slllinp test; potty 
diam-3ter or 5-5i"_ 

pH (meter) 

Bond 

Reflectance ( %) 

Cracking 

Size graduation ( 5JO cc sample) 
a, Retained on 16 mesh 
b, Passing 16, retainod on 50 mesh 

Dry loose density (poundS per cubic 
foot) 

Hardness 

White Line Test 

Resistance to Souring 

185 to 210 cc 

8,0 - 9.0 

* Equ-al to Standard 

* Equal to Standard 

No cracks or heavy 
checking 

250 to 350 cc 
100 tu 200 cc 

20 ::r.2..ximu..-n 

* Equal to StandarQ 

1\o diacolor&t~.on be­
tween s:?aled P.nd lll1-
s~aled areas 

·* NOTE: K-Spray coded to be used as standard for one ycoar maxi:num. 
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